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Weld Shrinkage Allowances

Groove Welds
Transverse 1/16 10 3/32 in. (16 to 2.4 mm) for all ticknesses
Over 172 . (12:5 mm) thick 1/32in. (08 mm) in 10 & (3 m)

3810 12in. (95 to 12.5 mm) 17320 1/16 in.in 10 1 03 t0 1.6 mem in 3 m)
1/4 10 3/8in. (6510 9.5 mm) thick  1/16 0 332 in. in 10 £t (16 10 2.4 mm in 3 m)
174 . (6.5 mm) and thinner 1716 t0 Y8 n, in 10 1L (16 10 3.2 mon in 3 m)

Fillet Welds

Over 172 in. (125 mm) thick No allowance

3810 172 n. (9.5 0 125 mum) thick /64 in. (0.4 mm) cach siffener
Ua103/8in. (6.5109.5 mm) hick  1/32 in. (0.8 mm) cach stffencr
1/4 in. (6.5 mm) and thinner 1/16 in. (1.6 mm) each stiffener

Not: Tucking llowanco (e Figursbolow) was developed for uss an st ltes it continuonsly welded
ffners. Inermleatwelding will sl 2 about okl e uekng ablaed bov when he weld engis
‘ndspacingscondorm o he eguiremetsorshipbulding Tuckog llowaocerfers o the amountof istorion
and subsequentossofplat engthor with, which il b eccounteed due t0 weldng.

TUGKING ALLOWANCE




