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FIGURE 2.2


Class A Slag – Acceptable Length 


Total accumulated slag is to include incomplete fusion and incomplete penetration when allowed by Figure 2.1
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FIGURE 2.1


Class A and Class B Incomplete Fusion and Incomplete Penetration – Acceptable Length





	Milimeters (Scale 1.5 : 1)





Total accumulated length per 150 mm weld length





Maximum length for single indications





Total accumulated length per 150 mm weld length











Maximum length for single indications








