[image: image1.png](3394 i
IMPACT LOAD (10 mmy
* 0.010in. (.25 mm)
RADIUS

0315in 0.394 in.
(8 mm) (10 mm)

1.082 in.
(27.5 mm)

2 185in
3 mm)
45°
Figure 2A—Standard Charpy V-Notch Test Specimen
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NOTE: TRANSITION TEMPERATURE (TT) IS DEFINED AS THE TEMPERATURE AT WHICH THE
CURVE CROSSES A SPECIFIED ENERGY VALUE.

Figure 2B—Typical Charpy V-Notch Transition
Temperature Curve for ABS Grade D Steel
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